
MIL•COMM TW25B LUBRICANT TESTING 
IMAGES 

 
LIST OF FIGURES 

Description Page 
Figure 98.  Control #4, Pre-test..........................................................................................30 
Figure 99.  Control #4, Post TW25B Lubricant.................................................................30 
Figure 100.  Unmarked aluminum, Pre-test.......................................................................30 
Figure 101.  Unmarked aluminum, Post TW25B Lubricant..............................................30 
Figure 102.  Unmarked stainless steel, Pre-test .................................................................30 
Figure 103.  Unmarked stainless steel, Post TW25B Lubricant ........................................30 
Figure 104.  VHT-HT #9, Pre-test .....................................................................................31 
Figure 105.  VHT-HT #9, Post TW25B Lubricant............................................................31 
Figure 106.  VHT-MB #9, Pre-test ....................................................................................31 
Figure 107.  VHT-MB #9, Post TW25B Lubricant ...........................................................31 
Figure 108.  RDC-POLY #9, Pre-test................................................................................31 
Figure 109.  RDC-POLY #9, Post TW25B Lubricant.......................................................31 
Figure 110.  KPG-MATTE #9, Pre-test.............................................................................32 
Figure 111.  KPG-MATTE #9, Post TW25B Lubricant....................................................32 
Figure 112.  TL-CMS #9, Pre-test .....................................................................................32 
Figure 113.  TL-CMS #9, Post TW25B Lubricant ............................................................32 
Figure 114.  TL-CPC #9, Pre-test ......................................................................................32 
Figure 115.  TL-CPC #9, Post TW25B Lubricant .............................................................32 
Figure 116.  TL-SCLR #10, Pre-test..................................................................................33 
Figure 117.  TL-SCLR #10, Post TW25B Lubricant.........................................................33 
Figure 118.  NW-SSP #9, Pre-test .....................................................................................33 
Figure 119.  NW-SSP #9, Post TW25B Lubricant ............................................................33 
Figure 120.  DYMAX 984 #9, Pre-test..............................................................................33 
Figure 121.  DYMAX 984 #9, Post TW25B Lubricant.....................................................33 
Figure 122.  DYMAX 984-LVF, Pre-test..........................................................................34 
Figure 123.  DYMAX 984-LVF, Post TW25B Lubricant.................................................34 
Figure 124.  WIT-TIFID #5, Pre-test.................................................................................34 
Figure 125.  WIT-TIFID #5, Post TW25B Lubricant........................................................34 
Figure 126.  WIT-TIFID #7, Pre-test.................................................................................34 
Figure 127.  WIT-TIFID #7, Post TW25B Lubricant........................................................34 
Figure 128.  DRK-220-98B #9, Pre-test ............................................................................35 
Figure 129.  DRK-220-98B #9, Post TW25B Lubricant ...................................................35 
 



 2

Figure 98.  Control #4, Pre-test.    Figure 99.  Control #4, Post TW25B  
Lubricant. 

 
 
 

Figure 100.  Unmarked aluminum, Pre-test.   Figure 101.  Unmarked aluminum, Post  
TW25B Lubricant. 

 
 
 

Figure 102.  Unmarked stainless steel, Pre-test.  Figure 103.  Unmarked stainless steel, Post  
TW25B Lubricant. 
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Figure 104.  VHT-HT #9, Pre-test.    Figure 105.  VHT-HT #9, Post TW25B  
Lubricant. 

 
 
 

Figure 106.  VHT-MB #9, Pre-test.    Figure 107.  VHT-MB #9, Post TW25B  
Lubricant. 

 
 
 

Figure 108. RDC-POLY #9, Pre-test.   Figure 109.  RDC-POLY #9, Post TW25B  
Lubricant. 
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Figure 110.  KPG-MATTE #9, Pre-test.   Figure 111.  KPG-MATTE #9, Post TW25B  
Lubricant. 

 
 
 

Figure 112.  TL-CMS #9, Pre-test.    Figure 113.  TL-CMS #9, Post TW25B  
Lubricant. 

 
 
 

Figure 114.  TL-CPC #9, Pre-test.    Figure 115.  TL-CPC #9, Post TW25B  
Lubricant. 
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Figure 116.  TL-SCLR #10, Pre-test.   Figure 117.  TL-SCLR #10, Post TW25B  
Lubricant. 

 
 
 

Figure 118.  NW-SSP #9, Pre-test.    Figure 119.  NW-SSP #9, Post TW25B  
Lubricant. 

 
 
 

Figure 120.  DYMAX 984 #9, Pre-test.   Figure 121.  DYMAX 984 #9, Post TW25B  
Lubricant. 
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Figure 122.  DYMAX 984-LVF, Pre-test.   Figure 123.  DYMAX 984-LVF, Post  
TW25B Lubricant. 

 
 
 

Figure 124.  WIT-TIFID #5, Pre-test.   Figure 125.  WIT-TIFID #5, Post TW25B  
Lubricant. 

 
 
 

Figure 126.  WIT-TIFID #7, Pre-test.   Figure 127.  WIT-TIFID #7, Post TW25B  
Lubricant. 
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Figure 128.  DRK-220-98B #9, Pre-test.   Figure 129.  DRK-220-98B #9, Post TW25B  
Lubricant. 


